
附件8. 实验室近5年来重要学术专著、论文、发明专利等科研成果清单（其中专著不超过10部，论文不超过50篇）

	序号
	论 文 或 论 著 名 称
	刊物或出版社，时间
	作者

	1 
	Photodecolorization of Rhodamine B on tungsten-doped TiO2/activated carbon under visible-light irradiation
	Journal of Hazardous Materials, 2012
	李佑稷

（第一）

	2 
	Carbon nanotube/titania composites prepared by a micro-emulsion method exhibiting improved photocatalytic activity
	Applied Catalysis A: General, 2012
	李佑稷

（第一）

	3 
	Photocatalytic activity of porous titania nanocrystals prepared by nanoscale permeation process in supercritical CO2: Effects of supercritical conditions
	Catalysis Communications, 2009
	李佑稷

（第一）

	4 
	Preparation of Ag-doped TiO2 nanoparticles by a miniemulsion method and their photo activity in visible light illuminations
	Materials Chemistry and Physics, 2011
	李佑稷

（第一）

	5 
	Preparation of cerium-doped titania macroporous films by a sol-gel spin coating using polypropylene glycol (PPG) as pore-creating agent: Effects of Ce ions, PPG and calcination on photocatalytic activity 
	Surface & Coatings Technology, 2010
	李佑稷

（第一）

	6 
	Photocatalytic degradation of Rhodamine B using nanocrystalline TiO2–zeolite surface composite catalysts: effects of photocatalytic condition on degradation efficiency
	Catalysis Science & Technology, 2011
	李佑稷

（第一）

	7 
	Preparation of titania–based multiple layer thin films with ordered–perforation pores and high photoelelctrocatalytic activity
	Matterials letters, 2011
	李佑稷

（第一）

	8 
	Preparation of TiO2/activated carbon with Fe ions doping photocatalyst and its application to photocatalytic degradation of reactive brilliant red K2G
	Science in China Series B: Chemistry, 2009
	李佑稷

（第一）

	9 
	Activated carbon supported TiO2–photocatalysis doped with Fe ions for continuous treatment of dye wastewater in a dynamic reactor
	Journal of Environmental Sciences, 2010
	李佑稷

（第一）

	10 
	Photoactivity of titanium dioxide/carbon felt composites prepared with the assistance of supercritical carbon dioxide: Effects of calcination temperature and supercritical conditions
	Science China Chemistry, 2011
	李佑稷

（第一）

	11 
	Dual synergetic effects of carbon-surface coating and cerium doping on photocatalytic activity of TiO2 in degradation of chromotrope 2R
	Science China Chemistry, 2012
	李佑稷

（第一）

	12 
	Photocatalytic degradation of methylene blue using immobilized nanoparticles of TiO2 supported by SBA-15 surface
	Advanced Materials Research, 2011
	李佑稷

（第一）

	13 
	Controlled fabrication of ordered mesoporous titania/carbon fiber composites with high photoactivity: Synergistic relationship between surface adsorption and photocatalysis
	Chemical Engineering Journal, 2014
	李佑稷

（第一）

	14 
	Preparation and photoactivity of titanium dioxide–coated carbon felt using supercritical carbon dioxide
	Advanced Materials Research, 2011
	李佑稷

（第一）

	15 
	Evaluation of Physical and Biological Properties of Polyvinyl Alcohol/Chitosan Blend Films
	Journal of Macromolecular Science, Part B: Physics, 2012
	何则强

（第一）

	16 
	Influence of Addition of Hyaluronic Acid (HA) on the Properties of Collagen/HA Composite Scaffolds
	Journal of Macromolecular Science, 2013
	何则强

（第一）

	17 
	Drug Controlled Release and Biological Behavior of Poly(D,L-Lactide-CoGlycolide) Microspheres
	Journal of Macromolecular Science, Part B: Physics 2011
	何则强

（第一）

	18 
	Fabrication of Poly(D,L-lactide-co-glycolide) Microspheres and DegradationCharacteristics in vitro
	Journal of Macromolecular Science, Part B: Physics 2011
	何则强

（第一）

	19 
	In-vitro Response of Fibroblasts to Poly-L-lactide Composite Materials Containing Bovine Bone
	Polymers & Polymer Composites, 2012
	何则强

（第一）

	20 
	Evaluation of Biological Properties of Collagen/Hyaluronic Acid Composite Scaffolds
	Polymers & Polymer Composites, 2013
	何则强

（第一）

	21 
	Release Behavior and Cytotoxicity of Poly(vinylalcohol)/Chitosan Blend Microspheres Containing 2,4-Dihydroxy-5-Fluoropyrimidine
	Polymer-Plastics Technology and Engineering, 2012
	熊利芝

（第一）

	22 
	Influences of Process Variables on Size of Chitosan Microspheres
	Journal of Macromolecular Science, PartB: Physics, 2012
	熊利芝

（第一）

	23 
	Assessment of In-vivo Toxicity of Composite Materials Based on Poly-Llactic Acid and β-Tricalcium Phosphate
	Polymer-Plastics Technology and Engineering, 2011
	熊利芝

（第一）

	24 
	Synthesis and Application for Porous Scaffold Materials of Mono-Methoxy Polyethylene Glycol/Polylactide Diblock Copolymer
	Journal of Macromolecular Science, Part B:Physics, 2011
	熊利芝

（第一）

	25 
	Preparation and characterization of SnO2-Li4Ti5O12 composite by sol-gel technique
	Transactions of Nonferrous Metals Society of China, 2010
	熊利芝

（第一）

	26 
	Preparation and In-Vitro Properties of mPEG/PLA Microspheres Loaded 5-Fluorouracil for Controlled Release
	Polymer-Plastics Technology and Engineering, 2013
	熊利芝

（第一）

	27 
	Preparation of metal zinc from hemimorphite by vacuum carbothermic reduction with CaF2 as catalyst
	Transaction of Nonferrous Metals Society of China, 2012
	熊利芝

（第一）

	28 
	Acoustic guiding and subwavelength imaging with sharp bending by sonic crystal
	Applied Physics Letters, 2011
	赵鹤平

通讯作者

	29 
	Splitting of self-collimated beams in two-dimensional sonic crystals 
	Journal of Applied Physics, 2012
	赵鹤平

通讯作者

	30 
	Dewetting induced complete versus non retarded van der Waals forces
	Langmuir, 2005
	赵鹤平

（第一）

	31 
	Acoustic surface-guided modes in phononic crystals
	Europhysics Letters, 2013
	赵鹤平

（第六）

	32 
	Electrical engineering of the optical properties in silicene
	Applied Physics A: Material Sciences and Processing, 2014
	廖文虎

通讯作者

	33 
	Optical properties for armchair-edge graphene nanoribbons
	Journal of Applied Physics, 2008
	廖文虎

（第一）

	34 
	Dependence of electronic and optical properties on a high-frequency field for carbon nanotubes
	Journal of Applied Physics, 2008
	廖文虎

（第一）

	35 
	Electronic structure and transport for a laser-Field -irradiated quantum wire with Rashba spin-orbit coupling
	Journal of Physics：Condensed Matter, 2006
	廖文虎

（第一）

	36 
	Electrically controlled spin polarization and selectivity in a topological insulator sandwiched between ferromagnetic electrodes
	Journal of Applied Physics, 2014
	廖文虎

通讯作者

	37 
	Ferromagnetic insulators modulated electron transport on the surface of a topological insulator
	Chinese Physics B, 2014
	廖文虎

通讯作者

	38 
	Electrically controllable conductance and tunneling magnetoresistance through a topological insulator quantum well coupled to ferromagnetic electrodes
	Applied Physics A: Material Sciences and Processing, 2014
	廖文虎

通讯作者

	39 
	Symmetry of atomistic structure for armchair-edge graphene nanoribbons under uniaxial strain
	Applied Physics Letters, 2012
	廖文虎

（第一）

	40 
	Electronic structures for armchair-edge graphene nanoribbons under a small uniaxial strain 
	European Physical Journal B, 2010
	廖文虎

（第一）

	41 
	Study on nonlinear optical absorption properties of [(CH3)4N]2[Cu(dmit)2] by Z-scan technique
	Optics & Laser Technology, 2009
	孙晶

（第一）

	42 
	Nonlinear Optical Studies of [(C4H9)4N][Ni(dmit)2] by Z-scan Technique
	Chinese Physics Letters, 2011
	孙晶

（第一）

	43 
	Enhanced adsorption and photocatalytic degradation of high-concentration methylene blue on Ag2O-modified TiO2-based nanosheet
	Chemical Engineering Journal, 2013
	陈飞台

（第一）

	44 
	Dimensionality-dependent photocatalytic activity of TiO2-based nanostructures: nanosheets with a superior catalytic property
	Journal of Materials Science, 2013
	陈飞台

（第一）

	45 
	Effective removal of high-chroma crystal violet over TiO2-based nanosheet by adsorption-photocatalytic degradation
	Chemical Engineering Journal, 2012
	陈飞台

（第一）

	46 
	Designable hybrid sonic crystals for transportation and division of acoustic images
	Applied Physics Letters, 2012
	邓科

通讯作者

	47 
	The Degradation Behavior of Poly(a-hydroxyacid) Composite Material Containing Porcine Cortical Bone in a Phosphate-Buffered Solution
	Polymer-Plastics Technology and Engineering, 2010
	申永强

（第一）

	48 
	Synthesis, characterization and photophysical properties of graphene-phthalocyanine hybrid
	Asian Journal of Chemistry, 2014
	张 帆

（第一）

	49
	Blue Luminescent ZnO Nanoclusters Stabilized by Esterifiable PAMAMs and their UV-Shielding Spplications
	Asian Journal of Chemistry, 2014
	张 帆

（第一）

	50
	Isothermal Crystallization Kinetics of In Situ Nylon 6/Graphene. Composites by Differential Scanning Calorimetry
	Polymer Engineering and Science, 2013
	张 帆

（第一）


实验室主要成员发明专利成果清单
	序号
	专利名称
	专利号
	发明人

	1 
	多孔材料外负载TiO2-X/Csulf复合体及其制备工艺
	中华人民共和国发明专利（200910043523.3）
	李佑稷

主持

	2 
	染料敏化外负载TiO2/(PPA-Pt)surf.薄膜电极及其制备工艺
	中华人民共和国发明专利（201010511344.0）
	李佑稷

主持

	3 
	多功能光催化空气净化器
	中华人民共和国实用新型专利（200720065370.9）
	李佑稷

主持

	4 
	一种采用复合酶法制备速溶葛粉的方法
	中华人民共和国发明专利（201310051440.5）
	李佑稷

主持

	5 
	一种多孔炭材料负载介孔TiO2-Ag复合体及其制备工艺
	中华人民共和国发明专利（201310051439.2）
	李佑稷

主持

	6 
	一种有序介孔(TiO2-Cu)纳米复合体及水热法超临界萃取制备工艺
	中华人民共和国发明专利（201310051438.8）
	李佑稷

主持

	7 
	一种脱除硫酸盐的电解锰渣制备普通硅酸水泥的方法
	中华人民共和国发明专利（201210478611.8）
	李佑稷

参与

	8 
	一种从电解锰渣中回收水溶性锰与镁的方法
	中华人民共和国发明专利（201210478589.7）
	李佑稷

参与

	9 
	沉淀转化法从电解锰渣中脱除硫酸盐
	中华人民共和国发明专利（201210221540.3）
	李佑稷

参与

	10 
	一种全固态锂离子薄膜电池
	中华人民共和国发明专利（200910044488.7）
	吴显明

主持

	11 
	一种以铅锌尾矿和酸浸电解锰渣为主要原料联产水泥、硫酸和石膏的方法
	中华人民共和国发明专利（200910044489.1）
	吴显明

主持

	12 
	锂离子电池镍钴锰酸锂三元系正极材料的制备方法
	中华人民共和国发明专利（201010537543.9）
	吴显明

主持

	13 
	一种以铅锌尾矿与石煤提钒渣或石煤为主要原料制备水泥熟料的方法
	中华人民共和国发明专利（200910044487.2）
	吴显明

主持

	14 
	一种硫酸锰循环生产四氧化三锰的方法
	中华人民共和国发明专利（201010537545.8）
	吴显明

主持

	15 
	一种含硫矿渣制备硫酸锰的方法
	中华人民共和国发明专利（201110400965.6）
	吴显明

主持

	16 
	一种锂离子电池正极材料锰酸锂及掺杂锰酸锂的制备方法
	中华人民共和国发明专利（201010537548.1）
	吴显明

主持

	17 
	一种含硫废渣制备硫酸锰的方法
	中华人民共和国发明专利（201010149974.8）
	吴显明

主持

	18 
	一种锰电解液或锌电解液中氯的除去方法
	中华人民共和国发明专利（201110178764.6）
	颜文斌

主持

	19 
	一种从含钒矿石中氧化转化浸出提钒的方法
	中华人民共和国发明专利（201110305909.4）
	颜文斌

主持

	20 
	一种氧化剂协同硫酸浸取石煤中钒的工艺
	中华人民共和国发明专利（201210450674.2）
	颜文斌

主持

	21 
	石煤钒矿和软锰矿联合制取五氧化二钒副产硫酸锰的方法
	中华人民共和国发明专利（201310148810.7）
	颜文斌

主持

	22 
	一种高碳镍钼矿催化氧化镍钼分离的方法
	中华人民共和国发明专利（201310225782.4）
	颜文斌

主持

	23 
	一种低品位软锰矿湿法浸出制备电解金属锰的方法
	中华人民共和国发明专利（201110030561.2）
	颜文斌

主持

	24 
	一种含钒矿石氧化酸浸湿法提钒方法
	中华人民共和国发明专利（201110081672.6）
	颜文斌

主持

	25 
	一种用锡(Ⅱ)化合物脱除锌或锰电解液中氯的方法
	中华人民共和国发明专利（201110305907.5）
	颜文斌

参与

	26 
	一种偏钒酸铵煅烧分解制备高纯五氧化二钒的生产工艺
	中华人民共和国发明专利（20110384441.2）
	高 峰

主持

	27 
	一种含钒液体的提钒方法
	中华人民共和国发明专利（201010290165.9）
	高 峰

主持

	28 
	一种分离富集石煤浸出液中钒的方法
	中华人民共和国发明专利（201210450707.3）
	高 峰

主持

	29 
	一种高电压镍锰酸锂正极材料的表面包覆方法
	中华人民共和国发明专利（201210158605.4）
	何则强

主持

	30 
	一种提高磷酸氧钒锂正极材料循环性能的材料制备方法
	中华人民共和国发明专利（201210158621.3）
	何则强

主持

	31 
	锂离子电池用锰掺杂磷酸氧钒锂正极材料的制备方法
	中华人民共和国发明专利（201210158622.8）
	何则强

主持

	32 
	锂离子电池用铁掺杂磷酸氧钒锂正极材料的制备方法
	中华人民共和国发明专利（201210158666.0）
	何则强

主持

	33 
	一种在磷酸氧钒锂正极材料表面包覆磷酸铁锂的方法
	中华人民共和国发明专利（201310289528.0）
	何则强

主持

	34 
	一种多重核壳结构层状富锂锰基正极材料的制备方法
	中华人民共和国发明专利（201310283000.2）
	何则强

主持

	35 
	锂离子电池锂位钠掺杂磷酸氧钒锂正极材料的制备方法
	中华人民共和国发明专利（201010149988.X）
	何则强

主持

	36 
	锂离子电池锂位稀土掺杂磷酸氧钒锂正极材料的制备方法
	中华人民共和国发明专利（201010175794.7）
	何则强

主持

	37 
	一种实验用真空炉
	中华人民共和国发明专利（201210344425.5）
	熊利芝

主持

	38 
	一种分级冷凝真空炉
	中华人民共和国发明专利（201210164816.9）
	熊利芝

主持

	39 
	一种利用白云石生产高纯氧化镁的方法
	中华人民共和国发明专利（201010149986.0）
	陈 上

主持

	40 
	一种四氧化三锰的制备方法
	中华人民共和国发明专利（201210596303.5）
	陈 上

主持

	41 
	一种环保高效生产电解金属锰的方法
	中华人民共和国发明专利（201310120739.1）
	陈 上

主持

	42 
	一类电解金属锰高效生产的含氮环状有机物添加剂
	中华人民共和国发明专利（201210247696.9）
	陈 上

主 持

	43 
	一种生产高纯锌的电解液除杂方法
	中华人民共和国发明专利（201010595531.1）
	陈 上

主持

	44 
	无硒电解金属锰高效生产添加剂
	中华人民共和国发明专利（201210168997.2）
	陈 上

主持

	45 
	一种以铅锌尾矿为主要原料制备水泥熟料的方法
	中华人民共和国发明专利（200910043011.7）
	陈 上

参与

	46 
	一种能在水溶液中稳定分散的氧化锌量子点的制备方法
	中华人民共和国发明专利（201110287691.4）
	张 帆

主持

	47 
	基于树枝状高分子修饰的氧化石墨烯吸附材料的制备
	中华人民共和国发明专利（201210539875.X）
	张 帆

主持

	48 
	一类线性氨基分子修饰的氧化石墨烯吸附材料的制备
	中华人民共和国发明专利（201210539883.4）
	张 帆

主持



